
Test Speci�cation Result

Appearance (Color)

Appearance (Form)

Ester Content

Infrared Spectrum

Acid Value (mg KOH/g) 

Colorless 

Viscous Liquid

Conforms to Structure

>99.50 %

> 0.03 

Colorless

Viscous Liquid

Conforms

99.96 %

0.03 

Diisononyl phthalate

The material complies as per above speci�cation


