
Parameters                                                                                                 Result 

% Moisture                                                                                                   4.02

% Oil                                                                                                       49.25

% Fiber                                                                                                       4.4

% F.F.A                                                                                                      3.04 

% Broken                                                                                                    7.6

Maize Germ

The material complies as per above speci�cation


