Sahastraa
Exports Pvt. Ltd.

Poly Vinyl Alcohol

Appearance (Color) White to Off-White White
Appearance (Form) Pow der or Crystals Crystals
Infrared Spectrum Conforms to Structure Conforms
Miscellaneous Assay 99.3-100.0 % 99.5 %
Hydrolized Material
Loss on Drying < 50% 34 %
Residue on ignition (Ash) < 1.20% 1.09 %
Viscosity 28.0-32.0 cps 29.9 cps
C = 49%; Water
pH 55-7.5 6.1

C = 4%,; Water

The material complies as per above specification




