
TEST                                                  Speci�cation

Appearance                                     (Color) Colorless

Appearance                                      (Form) Liquid

Refractive index at 20 ° C                            1.434 - 1.438

Proton NMR spectra                       Conforms to Structure

MEHQ as Inhibitor                                      4 - 6 ppm

 Vinylneodecanoate (Shivena10)

The material complies as per above speci�cation


